



	
	

	
	

	File:Temperature dependence of liquid lithium film form.pdf

	
		From FusionWiki

		

		

		
		

		Jump to navigation
		Jump to search
		The printable version is no longer supported and may have rendering errors. Please update your browser bookmarks and please use the default browser print function instead.
	File
	File history
	File usage

[image: ]

Temperature_dependence_of_liquid_lithium_film_form.pdf (file size: 1.52 MB, MIME type: application/pdf)


The formation of a lithium film and the associated hydrogen retention on a hot W wall has been studied by using Laser Induced Desorption and other techniques. Conclusion for the tritium inventory expected in a Fusion reactor operating with a liquid lithium divertor and a W first wall are drawn.
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